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Appendix A2. RRM Standard Proctor Test Results Summary 
 

Set 
Proctor     
ID # 

Date      
Sampled 

Date 
Approved 

Maximum   
Dry          

Density      
(lb/ft

3
) 

Optimum 
Moisture 
Content     
(%)  Soils Description 

Se
t 
# 
1
3
5
 

RRM # 
409 

10/14/2013  11/5/2013  114.3  13.9 
Sand with some silt, very fine to fine, round, 

poorly graded. 

RRM # 
410 

10/14/2013  11/5/2013  113.9  13.8 
Sand with some silt, very fine to fine, round, 

poorly graded. 

RRM 
#411 

10/14/2013  11/5/2013  113.9  13.8 
Sand with some silt, very fine to fine, round, 

poorly graded. 

Se
t 
# 
1
3
6
  

RRM # 
412 

10/24/2013  11/13/2013  109.9  16.9 
Sand with clay, very fine to fine, subround, 

moderately graded. 

RRM # 
413 

10/24/2013  11/13/2013  110.4  17.6 
Sand with clay, very fine to fine, subround, 

moderately graded. 

RRM # 
414 

10/24/2013  11/13/2013  109.5  17.8 
Sand with clay, very fine to fine, subround, 

moderately graded. 

Se
t 
# 
1
3
7
  

RRM # 
415 

11/4/2013  1/8/2014  114.5  14.9 
Sand and clay blend.  Very fine to fine, well 

graded, subround. 

RRM  # 
416 

11/4/2013  1/8/2014  116.5  13.2 
Sand and clay blend.  Very fine to fine, well 

graded, subround. 

RRM # 
417 

11/4/2013  1/8/2014  115.1  13.6 
Sand and clay blend.  Very fine to fine, well 

graded, subround. 

Se
t 
# 
1
3
8
  

RRM # 
418 

11/21/2013  1/28/2014  105.1  16.3 
Sand w/ some clay, very fine to fine, 

subangular moderately graded. 

RRM # 
419 

11/21/2013  1/28/2014  104.9  16.8 
Sand w/ some clay, very fine to fine, 

subangular moderately graded. 

RRM # 
420 

11/21/2013  1/28/2014  104.1  17.6 
Sand w/ some clay, very fine to fine, 

subangular moderately graded. 

Se
t 
# 
1
3
9
 

RRM # 
421 

1/16/2014  2/6/2014  114.3  15.0 
Very fine to fine, subangular, well graded, 

sand with clay. 

RRM # 
422 

1/16/2014  2/6/2014  115.4  15.4 
Very fine to fine, subangular, well graded, 

sand with clay. 

RRM # 
423 

1/16/2014  2/6/2014  111.1  15.4 
Very fine to fine, subangular, well graded, 

sand with clay. 

Se
t 
# 
1
4
0
  

RRM # 
424 

1/30/2014  3/4/2014  118.0  12.2 
Very fine to medium, subangular, moderatly 

graded, sand with some clay 

RRM # 
425 

1/30/2014  3/4/2014  120.5  11.3 
Very fine to medium, subangular, moderatly 

graded, sand with some clay 

RRM # 
426 

1/30/2014  3/4/2014  116.8  11.1 
Very fine to medium, subangular, moderatly 

graded, sand with some clay 

Se
t 
# 
1
4
1
 

RRM # 
427 

5/6/2014  6/17/2014  116.2  14.3 
Light reddish brown, fine to medium, 

subangular, moderately graded sand with 
clay. 

RRM # 
428 

5/6/2014  6/17/2014  115.5  14.4 
Light reddish brown, fine to medium, 

subangular, moderately graded sand with 
clay. 

RRM # 
429 

5/6/2014  6/17/2014  115.8  14.4 
Light reddish brown, fine to medium, 

subangular, moderately graded sand with 
clay. 

Se
t 
# 
1
4
2
 

RRM # 
430 

5/15/2014  6/17/2014  115.0  15.1  Light brown, fine to coarse, subround, 
moderately graded clay with sand. 

RRM # 
431 

5/15/2014  6/17/2014  114.0  15.2  Light brown, fine to coarse, subround, 
moderately graded clay with sand. 

RRM # 
432 

5/15/2014  6/17/2014  114.9  14.6  Light brown, fine to coarse, subround, 
moderately graded clay with sand. 
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Appendix A2. RRM Standard Proctor Test Results Summary (continued) 
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Appendix A2. RRM Lift Approval Summaries 

D
at
e
 

Li
ft
 ID

 #
 

# 
o
f 
P
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si
n
g 
M
o
is
tu
re
 

Te
st
s 

Q
u
an

ti
ty
 A
p
p
ro
ve
d
 (
yd

³)
 

C
u
m
u
la
ti
ve
 Q
u
an

ti
ty
 

A
p
p
ro
ve
d
   
   
   
   
   

(y
d
³)
 

C
A
ES
 S
cr
e
e
n
 P
as
si
n
g 

P
ix
e
ls
   
   
   
   
   
   
 

(%
) 

A
ve
ra
ge

 T
h
ic
kn

e
ss
 (
ft
) 

P
ro
ct
o
r 
ID
 #
 

# 
o
f 
N
u
cl
e
ar
 D
e
n
si
ty
 

G
au

ge
 V
e
ri
fi
ca
ti
o
n
s 

# 
o
f 
Sa
n
d
co
n
e
 

V
e
ri
fi
ca
ti
o
n
s 

V
e
ri
fi
e
d
 C
o
m
p
ac
ti
o
n
 (
%
) 

                                

10/1/13  UW1E08130930‐00  1  717  717  98.6  0.8  392  0  0  N/A 

10/1/13  UW1D01130904‐00  1  1177  1,894  97.6  0.8  392  0  0  N/A 

10/1/13  UW1C08130919‐01  2  1339  3,233  97.1  1.0  392  0  0  N/A 

10/2/13  UW1E01130930‐00  1  1800  5,033  98.5  1.0  403  0  0  N/A 

10/2/13  UW1E08131001‐00  0  717  5,750  98.4  0.8  N/A  0  0  N/A 

10/2/13  UW1D01131001‐00  0  1121  6,871  96.7  0.8  N/A  0  0  N/A 

10/2/13  UWY01131002‐00  1  691  7,562  96.4  0.8  392  0  0  N/A 

10/2/13  UW1E01131002‐00  1  1283  8,845  98.1  0.9  397  0  0  N/A 

10/3/13  UWY01131002‐01  0  346  9,191  98.7  0.4  N/A  0  0  N/A 

10/3/13  UW1C08131001‐00  0  1163  10,354  97.7  0.9  N/A  0  0  N/A 

10/3/13  UW1D19131002‐00  0  506  10,860  97.8  0.6  N/A  0  0  N/A 

10/7/13  UW1H04130917‐01  2  948  11,808  98.5  0.8  392  0  0  N/A 

10/7/13  UW1D01131002‐00  0  1140  12,948  92.0  0.8  N/A  0  0  N/A 

10/7/13  UW1H08131003‐00  0  1152  14,100  95.7  0.9  N/A  0  0  N/A 

10/7/13  UW1E08131003‐00  1  956  15,056  98.5  0.7  403  0  0  N/A 

10/7/13  UW1G01130917‐00  3  1151  16,207  99.5  0.8  392  0  0  N/A 

10/8/13  UW1E01131008‐00  1  1278  17,485  100.0  0.9  392  0  0  N/A 

10/8/13  UW1D19131007‐00  1  450  17,935  99.6  0.6  392  0  0  N/A 

10/8/13  UW1C08131007‐00  0  1163  19,098  99.9  0.9  N/A  0  0  N/A 

10/8/13  UWY01131007‐00  0  518  19,616  100.0  0.6  N/A  0  0  N/A 

10/8/13  UW1E01131007‐00  0  1283  20,899  96.6  0.9  N/A  0  0  N/A 

10/9/13  UW1E01131009‐00  0  1420  22,319  98.8  1.0  N/A  0  0  N/A 

10/9/13  UW1C08131008‐00  0  1553  23,872  99.9  0.7  N/A  0  0  N/A 

10/9/13  UW1E08131008‐00  0  1005  24,877  99.6  0.8  N/A  0  0  N/A 

10/14/13  UW1E08131009‐00  2  1131  26,008  99.2  0.9  403  0  0  N/A 

10/14/13  UW1C08131009‐00  2  1448  27,456  99.3  1.0  392  0  0  N/A 

10/15/13  UWY01131015‐00  0  28  27,484  98.9  0.2  N/A  0  0  N/A 

10/15/13  UW1E08131015‐00  1  1107  28,591  98.7  1.0  382  0  0  N/A 

10/15/13  UW1D19131014‐00  1  525  29,116  99.4  0.7  403  0  0  N/A 

10/16/13  UW1E01131014‐00  0  1170  30,286  99.7  0.6  N/A  0  0  N/A 

10/16/13  UW1C08131015‐00  0  869  31,155  99.4  0.6  N/A  0  0  N/A 

10/16/13  UW1D19131016‐00  0  601  31,756  98.5  0.8  N/A  0  0  N/A 

10/16/13  UW1E08131016‐00  0  1061  32,817  99.2  0.9  N/A  0  0  N/A 

10/17/13  UW1E01131016‐00  1  1350  34,167  98.0  0.9  392  0  0  N/A 

10/21/13  UWY01131017‐00  1  2,780  36,947  98.1  1.0  403  0  0  N/A 

10/21/13  UW1C08131021‐00  1  1,714  38,661  99.2  0.9  392  0  0  N/A 

10/22/13  UW1D19131021‐00  0  1,272  39,933  99.5  0.9  N/A  0  0  N/A 

10/23/13  UWZ06130627‐00  1  1,969  41,902  98.9  0.9  307  0  0  N/A 

10/23/13  UWY01131022‐00  1  2,502  44,404  96.9  0.9  392  0  0  N/A 

10/23/13  UW1H04131014‐00  1  996  45,400  95.5  0.9  392  0  0  N/A 

10/24/13  UW1C08131023‐00  1  1,777  47,177  99.6  0.9  392  0  0  N/A 

10/24/13  UW1D19131023‐00  0  1,199  48,376  99.5  0.9  N/A  0  0  N/A 

10/24/13  UW1G01131014‐00  1  1,285  49,661  99.9  0.9  403  0  0  N/A 

10/28/13  UWY01131024‐00  1  2,885  52,546  98.9  1.0  392  0  0  N/A 
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Appendix A2. RRM Lift Approval Summaries (continued) 
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10/28/13  UW1D01131016‐00  1  885  53,431  97.2  0.8  392  0  0  N/A 

10/29/13  UW1H08131014‐00  1  988  54,419  99.9  0.9  392  0  0  N/A 

10/30/13  UW1D01131029‐00  2  719  55,138  97.3  0.6  397  0  0  N/A 

10/31/13  UW1D19131028‐00  2  1,065  56,203  99.7  0.8  397  0  0  N/A 

10/31/13  UW1C08131028‐00  1  1,580  57,783  98.8  0.8  397  0  0  N/A 

10/31/13  UW1E01131029‐00  1  892  58,675  99.9  0.7  397  0  0  N/A 

Average CAES Screen Passing Pixels (%)=  98.5 
Total Quantity Approved (yd³) =  58,675 
Total # of Nuclear Density Guage Tests =  0 

Total # of Moisture Tests =  38 
Quantity per Moisture Test (yd³) =  1,544 

Total Average Thickness (ft.)=  0.8 
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Appendix A2. RRM Lift Approval Summaries (continued) 
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Appendix A2. RRM Lift Approval Summaries (continued) 
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Appendix A2. RRM Lift Approval Summaries (continued) 
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Appendix A2. RRM Lift Approval Summaries (continued) 
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Appendix A2. RRM Lift Approval Summaries (continued) 
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Appendix A2. RRM Lift Approval Summaries (continued) 
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Appendix A2. RRM Lift Approval Summaries (continued) 
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Appendix A2. RRM Lift Approval Summaries (continued) 
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Appendix A2. RRM Lift Approval Summaries (continued) 
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Appendix A2. RRM Lift Approval Summaries (continued) 
 

 
 

 



U.S. Department of Energy Moab UMTRA Project Crescent Junction Disposal Cell Interim Completion Report Addendum D 
Revision 0 December 2014 DOE-EM/GJRAC2040-D 

Page A2-15 

Appendix A2. RRM Lift Approval Summaries (continued) 
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Appendix A2. RRM Lift Approval Summaries (continued) 
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Appendix A2. RRM Lift Approval Summaries (continued) 
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Appendix A2. RRM Lift Approval Summaries (continued) 
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Appendix A2. RRM Lift Approval Summaries (continued) 
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Appendix A2. RRM Lift Approval Summaries (continued) 
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Appendix A2. RRM Lift Approval Summaries (continued) 
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Appendix A2. RRM Lift Approval Summaries (continued) 
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Appendix A2. RRM Lift Approval Summaries (continued) 
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Appendix A2. RRM Lift Approval Summaries (continued) 
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Appendix A2. RRM Lift Approval Summaries (continued) 
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Appendix A2. RRM Lift Approval Summaries (continued) 
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Appendix A2. RRM Lift Approval Summaries (continued) 
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Appendix A2. RRM Lift Approval Summaries (continued) 
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Appendix A2. RRM Lift Approval Package 
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Appendix A2. RRM Lift Approval Package (continued) 
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Appendix A2. RRM Lift Approval Package (continued) 
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Appendix A2. RRM Lift Approval Package (continued) 
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Appendix A2. RRM Lift Approval Package (continued) 
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Appendix A2. RRM Top-of-Waste Buyoff Survey 
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Appendix A2. RRM Top-of-Waste Buyoff Survey (continued) 
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Appendix A2. RRM Top-of-Waste Buyoff Survey (continued) 
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Appendix A2. RRM Top-of-Waste Buyoff Survey (continued) 
 

 
 


	Appendix A. Construction Verification Data
	Contents
	Appendix A2. RRM




